
 

Figure S1. Varín sword. Frontal X-ray CT image of the hilt (elaborated by author, photo by J. 

Šurka). 



 

Figure S2. Varín sword. Frontal X-ray CT image of the hilt (elaborated by author, photo by J. 

Šurka). 

 



 

Figure S3. Varín sword. Frontal CT image of the pommel. Black structures represent 

corrosion pittings (elaborated by author, photo by J. Šurka). 

 

Figure S4. Varín sword. Frontal CT 3D image of the upper part (elaborated by author, photo 

by J. Šurka). 


